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Propietary Thermal Mass
Wall Ties [@ nominal spacing]

Brick Slips return to
window head soffit

Brick Slips bonded to concrete
during precast production

Typical soldier course of
brick slips over windows

Compressable sealant strip br others

Window cill by others, sized to suit brick course
All window components by others

INTERNAL EXTERNAL

Precast KC Twin Wall
70mm Precast Concrete Outer Leaf [Incl. Brick Face]

PIR Insulation Layer [to required thickness]
[60mm min] Cavity Filled on-site

70mm Precast Concrete Inner Leaf

Internal finishes by others
to return into window reveal

External skin with brick slips kept
down to allow for window cill component

[Option A]

[Option B]

External skin kept up
to form window opening

Profiled Metal Cill by others
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Typical Precast Twin Wall Details

Trammon, Rathmolyon, Co. Meath
IRL Tel: +353 (0)46 95 55116
UK Tel: .+44 (0)131 516 7507
            .. +44 (0)203 432 4901
Email: info@keeganprecast.com
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Allplan 2016H/W = 210 / 297 (0.06m²)

JOBJOB

BW103 - Brick Slips @ window Head & Cill

BW103 - Brick Slips @ window Head & Cill
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